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PREFACE TO ACI 318-19

The “Building Code Requirements for Structural Concrete” (“Code”) provides minimum requirements for the materials, 

design, and detailing of structural concrete buildings and, where applicable, nonbuilding structures. This Code was developed 

by an ANSI-approved consensus process and addresses structural systems, members, and connections, including cast-in-place, 

precast, shotcrete, plain, nonprestressed, prestressed, and composite construction. Among the subjects covered are: design and 

construction for strength, serviceability, and durability; load combinations, load factors, and strength reduction factors; struc-

tural analysis methods; de昀氀ection limits; mechanical and adhesive anchoring to concrete; development and splicing of rein-

forcement; construction document information; 昀椀eld inspection and testing; and methods to evaluate the strength of existing 
structures.

The Code was substantially reorganized and reformatted in 2014, and this Code continues and expands that same organi-

zational philosophy. The principal objectives of the reorganization were to present all design and detailing requirements for 

structural systems or for individual members in chapters devoted to those individual subjects, and to arrange the chapters in 

a manner that generally follows the process and chronology of design and construction. Information and procedures that are 

common to the design of multiple members are located in utility chapters. Additional enhancements implemented in this Code 

to provide greater clarity and ease of use include the 昀椀rst use of color illustrations and the use of color to help the user navigate 
the Code and quickly 昀椀nd the information they need. Special thanks to Bentley Systems, Incorporated, for use of their ProCon-

crete software to produce many of the 昀椀gures found in the Commentary.
Uses of the Code include adoption by reference in a general building code, and earlier editions have been widely used in 

this manner. The Code is written in a format that allows such reference without change to its language. Therefore, background 

details or suggestions for carrying out the requirements or intent of the Code provisions cannot be included within the Code 

itself. The Commentary is provided for this purpose.

Some considerations of the committee in developing the Code are discussed in the Commentary, with emphasis given to 

the explanation of new or revised provisions. Much of the research data referenced in preparing the Code is cited for the user 

desiring to study individual questions in greater detail. Other documents that provide suggestions for carrying out the require-

ments of the Code are also cited.

Technical changes from ACI 318-14 to ACI 318-19 are outlined in the August 2019 issue of Concrete International and are 

marked in the text of this Code with change bars in the margins.

KEYWORDS

admixtures; aggregates; anchorage (structural); beam-column frame; beams (supports); caissons; cements; cold weather; 

columns (supports); combined stress; composite construction (concrete to concrete); compressive strength; concrete; construc-

tion documents; construction joints; continuity (structural); contraction joints; cover; curing; deep beams; deep foundations; 

de昀氀ections; drilled piers; earthquake-resistant structures; 昀氀exural strength; 昀氀oors; footings; formwork (construction); hot 
weather; inspection; isolation joints; joints (junctions); joists; lightweight concretes; load tests (structural); loads (forces); 

mixture proportioning; modulus of elasticity; moments; piles; placing; plain concrete; precast concrete; prestressed concrete; 

prestressing steels; quality control; reinforced concrete; reinforcing steels; roofs; serviceability; shear strength; shotcrete; spans; 

splicing; strength analysis; stresses; structural analysis; structural design; structural integrity; structural walls; T-beams; torsion; 

walls; water; welded wire reinforcement.
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INTRODUCTION

ACI 318-19, “Building Code Requirements for Structural 

Concrete,” hereinafter called the Code or the 2019 Code, 

and ACI 318R-19, “Commentary,” are presented in a side-

by-side column format. These are two separate but coordi-

nated documents, with Code text placed in the left column 

and the corresponding Commentary text aligned in the right 

column. Commentary section numbers are preceded by an 

“R” to further distinguish them from Code section numbers. 

The two documents are bound together solely for the user’s 

convenience. Each document carries a separate enforceable 

and distinct copyright.

As the name implies, “Building Code Requirements for 

Structural Concrete” is meant to be used as part of a legally 

adopted building code and as such must di昀昀er in form and 
substance from documents that provide detailed speci昀椀ca-

tions, recommended practice, complete design procedures, 

or design aids.

The Code is intended to cover all buildings of the usual 

types, both large and small. Requirements more stringent 

than the Code provisions may be desirable for unusual 

construction. The Code and Commentary cannot replace 

sound engineering knowledge, experience, and judgment.

A building code states only the minimum requirements 

necessary to provide for public health and safety. The Code 

is based on this principle. For any structure, the owner or 

the licensed design professional may require the quality of 

materials and construction to be higher than the minimum 

requirements necessary to protect the public as stated in the 

Code. However, lower standards are not permitted.

The Code has no legal status unless it is adopted by the 

government bodies having the police power to regulate 

building design and construction. Where the Code has not 

been adopted, it may serve as a reference to good practice 

even though it has no legal status.

The Code and Commentary are not intended for use 

in settling disputes between the owner, engineer, archi-

tect, contractor, or their agents, subcontractors, material 

suppliers, or testing agencies. Therefore, the Code cannot 

de昀椀ne the contract responsibility of each of the parties in 
usual construction. General references requiring compliance 

with the Code in the project speci昀椀cations should be avoided 
because the contractor is rarely in a position to accept 

responsibility for design details or construction require-

ments that depend on a detailed knowledge of the design. 

Design-build construction contractors, however, typically 

combine the design and construction responsibility. Gener-

ally, the contract documents should contain all of the neces-

sary requirements to ensure compliance with the Code. In 

part, this can be accomplished by reference to speci昀椀c Code 
sections in the project speci昀椀cations. Other ACI publica-

tions, such as “Speci昀椀cations for Structural Concrete (ACI 
301M)” are written speci昀椀cally for use as contract docu-

ments for construction.

The Commentary discusses some of the considerations of 

Committee 318 in developing the provisions contained in the 

Code. Emphasis is given to the explanation of new or revised 

provisions that may be unfamiliar to Code users. In addition, 

comments are included for some items contained in previous 

editions of the Code to make the present Commentary inde-

pendent of the previous editions. Comments on speci昀椀c 
provisions are made under the corresponding chapter and 

section numbers of the Code.

The Commentary is not intended to provide a complete 

historical background concerning the development of the 

Code, nor is it intended to provide a detailed résumé of the 

studies and research data reviewed by the committee in 

formulating the provisions of the Code. However, references 

to some of the research data are provided for those who wish 

to study the background material in depth.

The Commentary directs attention to other documents 

that provide suggestions for carrying out the requirements 

and intent of the Code. However, those documents and the 

Commentary are not a part of the Code.

The Commentary is intended for the use of individuals 

who are competent to evaluate the signi昀椀cance and limi-
tations of its content and recommendations, and who will 

accept responsibility for the application of the information 

it contains. ACI disclaims any and all responsibility for the 

stated principles. The Institute shall not be liable for any loss 

or damage arising therefrom. Reference to the Commen-

tary shall not be made in construction documents. If items 

found in the Commentary are desired by the licensed design 

professional to be a part of the contract documents, they 

shall be restated in mandatory language for incorporation by 

the licensed design professional.

It is recommended to have the materials, processes, quality 

control measures, and inspections described in this docu-

ment tested, monitored, or performed by individuals holding 

the appropriate ACI Certi昀椀cation or equivalent, when avail-
able. The personnel certi昀椀cation programs of the American 
Concrete Institute and the Post-Tensioning Institute; the plant 

certi昀椀cation programs of the Precast/Prestressed Concrete 
Institute, the Post-Tensioning Institute, and the National 

Ready Mixed Concrete Association; and the Concrete Rein-

forcing Steel Institute’s Voluntary Certi昀椀cation Program for 
Fusion-Bonded Epoxy Coating Applicator Plants are avail-

able for this purpose. In addition, “Standard Speci昀椀cation 
for Agencies Engaged in Construction Inspection, Testing, 

or Special Inspection” (ASTM E329-18) speci昀椀es perfor-
mance requirements for inspection and testing agencies.

Design reference materials illustrating applications of the 

Code requirements are listed and described in the back of 

this document.
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