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This Specification covers materials, preparation, forming, placing, 

finishing, jointing, curing, and quality control of pervious concrete 

pavement. Provisions governing testing, evaluation, and accep-

tance of pervious concrete pavement are included.

This Reference Specification can be made applicable by citing it 

in the Project Specifications. The Architect/Engineer can supple-

ment this reference specification, as needed, by specifying indi-

vidual project requirements.
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