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ACI Committee Reports, Guides, and Commentaries are 
intended for guidance in planning, designing, executing, and 
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and limitations of its content and recommendations and who 
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not be liable for any loss or damage arising therefrom.
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documents. If items found in this document are desired by 
the Architect/Engineer to be a part of the contract documents, 
they shall be restated in mandatory language for incorporation 
by the Architect/Engineer.
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This Speci昀椀cation covers minimum requirements for the construc-
tion of pervious concrete pavement. This Speci昀椀cation covers mate-
rials, preparation, forming, placing, 昀椀nishing, jointing, curing, 
and quality control of pervious concrete pavement. Provisions 
governing testing, evaluation, and acceptance of pervious concrete 
pavement are included.
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