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This speci昀椀cation contains the construction requirements for the 
application of shotcrete. Both wet- and dry-mixture shotcrete are 
addressed, as well as 昀椀ber-reinforced shotcrete. The minimum 
standard for materials, properties, testing, and application are 
covered.

The materials, processes, quality control measures, and 
inspections described in this speci昀椀cation should be tested, 
monitored, or performed as applicable only by individuals holding 
the appropriate ACI certi昀椀cations or equivalent.

Keywords: dry-mixture shotcrete; 昀椀ber-reinforced shotcrete; nozzleman; 
quali昀椀cation; quality control; quality assurance; shooting; wet-mixture 
shotcrete.
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ACI Committee Reports, Guides, and Commentaries are 
intended for guidance in planning, designing, executing, and 
inspecting construction. This document is intended for the use 
of individuals who are competent to evaluate the signi昀椀cance 
and limitations of its content and recommendations and who 
will accept responsibility for the application of the material it 
contains. The American Concrete Institute disclaims any and 
all responsibility for the stated principles. The Institute shall 
not be liable for any loss or damage arising therefrom.

Reference to this document shall not be made in contract 
documents. If items found in this document are desired by 
the Architect/Engineer to be a part of the contract documents, 
they shall be restated in mandatory language for incorporation 
by the Architect/Engineer.

ACI 506.2-13 supersedes ACI 506.2-95 and was adopted on October 29, 2013 and 
published in January 2014.
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