BS EN 13231-5:2018

BSI Standards Publication

Railway applications - Track - Acceptance of works

Part 5: Procedures for rail reprofiling in plain line,

switches, crossings and expansion devices

bsi.

This is a preview. Click here to purchase the full publication.



https://www.civilenghub.com/BSI/112492465/BS-EN-13231-5?src=spdf

BS EN 13231-5:2018

BRITISH STANDARD

National foreword

This British Standard is the UK implementation of EN 13231-5:2018.

The UK participation in its preparation was entrusted to Technical
Committee RAE/2, Railway Applications - Track.

A list of organizations represented on this committee can be obtained on
request to its secretary.

This publication does not purport to include all the necessary provisions
of a contract. Users are responsible for its correct application.

© The British Standards Institution 2018
Published by BSI Standards Limited 2018

ISBN 978 0 580 77852 0
ICS 93.100

Compliance with a British Standard cannot confer immunity from
legal obligations.

This British Standard was published under the authority of the
Standards Policy and Strategy Committee on 31 July 2018.

Amendments/corrigenda issued since publication

Date Text affected

This is a preview. Click here to purchase the full publication.



https://www.civilenghub.com/BSI/112492465/BS-EN-13231-5?src=spdf

EUROPEAN STANDARD EN 13231-5
NORME EUROPEENNE
EUROPAISCHE NORM June 2018

ICS 93.100

English Version

Railway applications - Track - Acceptance of works - Part
5: Procedures for rail reprofiling in plain line, switches,
crossings and expansion devices

Applications ferroviaires - Voie - Réception Bahnanwendungen - Oberbau - Abnahme
des travaux - Partie 5 : Procédures pour von Arbeiten - Teil 5: Prozedere zur

le reprofilage de rails en voie courante, en Schienen-Reprofilierung in Gleisen, Weichen,

appareil de voie et en appareil de dilatation Kreuzungen und Schienenausziigen

This European Standard was approved by CEN on 8 February 2018.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving
this European Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical
references concerning such national standards may be obtained on application to the CEN-CENELEC Management Centre
or to any CEN member.

This European Standard exists in three official versions (English, French, German). A version in any other language
made by translation under the responsibility of a CEN member into its own language and notified to the CEN-CENELEC
Management Centre has the same status as the official versions.

CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark,
Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, Hungary, Iceland, Ireland, Italy,
Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain,
Sweden, Switzerland, Turkey and United Kingdom.

-

EUROPEAN COMMITTEE FOR STANDARDIZATION
COMITE EUROPEEN DE NORMALISATION
EUROPAISCHES KOMITEE FUR NORMUNG

CEN-CENELEC Management Centre: Avenue Marnix 17, B-1000 Brussels

© 2018 CEN All rights of exploitation in any form and by any means reserved Ref. No. EN 13231-5:2018: E
worldwide for CEN national Members

This is a preview. Click here to purchase the full publication.



https://www.civilenghub.com/BSI/112492465/BS-EN-13231-5?src=spdf

BS EN 13231-5:2018

EN 13231-5:2018 (E)

Contents Page

EUTOP@AN FOT@WOTM ... iii
SCOPI ... 4

2 Normative references

w
5
H
=
7]
<)
5
2
o
@
n
B,
j=d
=)
5
w

4 Basics
4.1 TeChNICAl INEFOAUCTION ..o
4.2 Background of rail reprofiling .6
4.3 SPECIfiC TEPTOFIIING STIATEEY ....ooit oottt 6
5 RAIL SUITACE AEF@CES ...
5.1 General ...
5.2 Rolling contact fatigue
5.2.1 Head check....
5.2.2  Belgrospi......
5.2.3  SQUALS .
5.2.4  Flaking (Gauge corner cracking)
525  Spalling....ciecees
5.3 Transverse profile deformation......................
5.3.1  Flattened transverse Profile........ s sssssssssssssessssssessssssssssssssesssssses
5.3.2  SEA@ CULLIIIZ oo
5.3.3  LipPINg..icsscscesecsns
5.4 Periodical defects in longitudinal profiles
5.4.1  Short PitCh COITUGAION ..o
5.4.2  ShOTT WAVE COTTUGATION. ...ooioooeeieeeieeieeiiesieseiesseeesee e
5.4.3 Long wave corrugation
55 Surface damage........csicn.
5501 GOIIETAL e
50502 TIMPIIIIES 1t
5.5.3  WREEI DUITIS ettt
6 REPTIOFIlING PIOCEAUIE .........cccooee et 16
6.1 Inspection
6.2 INEETVENTION thI@SROLAS . ..ooo e
6.2.1  Longitudinal Profile. ...
6.2.2  Transverse profile............
6.2.3  Rolling Contact Fatigue (RCF)
6.3 SPECIHICAION OF WOTK ..o
6.3. 1 MEtAl TEIMOVAL ..ot
6.3.2  Target profile...............
6.4 Execution of work........cccccccce.
6.5 Documentation of work
Annex A (informative) Programming of reprofiling Work ... 22
Annex B (informative) Reprofile Methods. ... 25
Annex C (informative) A reprofiling SErat@ZY ... 32
Annex ZA (informative) Relationship between this European Standard and the Essential
Requirements of EU Directive 2008/57 /EC aimed to be covered ... 34
BIDIHOZTAPIY ... 36

! This is a preview. Click here to purchase the full publication.



https://www.civilenghub.com/BSI/112492465/BS-EN-13231-5?src=spdf

	National foreword
	European foreword
	1 Scope
	2 Normative references
	3 Terms and definitions

