
BRITISH STANDARD BS 1881-209:
1990

Testing concrete —

Part 209: Recommendations for the 
measurement of dynamic modulus of 
elasticity

UDC 666.972:691.32:620.1

https://www.civilenghub.com/BSI/121295594/BS-1881-209?src=spdf
http://dx.doi.org/10.3403/00212397U


BS 1881-209:1990

This British Standard, having 
been prepared under the
direction of the Cement, Gypsum, 
Aggregates and Quarry Products 
Standards Policy Committee,
was published under the
authority of the Board of BSI
and comes into effect on
30 April 1990

© BSI 12-1998

The following BSI references 
relate to the work on this 
standard:
Committee reference CAB/4
Draft for comment 88/10608

ISBN 0 580 17925 7

Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted by the Cement 
Gypsum, Aggregates and Quarry Products Standards Policy Committee
(CAB/-) to Technical Committee CAB/4, upon which the following bodies were 
represented:

Association of Lightweight Aggregate Manufacturers

Association of Metropolitan Authorities

Association of Quality Pulverised Fuel Ash Suppliers

British Aggregate Construction Materials Industries

British Cement Association

British Civil Engineering Test Equipment Manufacturers’ Association

British Precast Concrete Federation

British Ready Mixed Concrete Association

Building Employers’ Confederation

Cement Admixtures Association

Cementitious Slag Makers’ Association

Concrete Society

County Surveyors’ Society

Department of the Environment (Building Research Establishment)

Department of the Environment (Property Services Agency)

Department of Transport

Department of Transport (Transport and Road Research Laboratory)

Electricity Supply Industry in England and Wales

Federation of Civil Engineering Contractors

Institute of Concrete Technology

Institution of Civil Engineers

Institution of Highways and Transportation

Institution of Structural Engineers

Institution of Water and Environmental Management (IWEM)

Royal Institution of Chartered Surveyors

Sand and Gravel Association

Society of Chemical Industry

The following bodies were also represented in the drafting of the standard, through 
sub-committees and panels:

British Nuclear Fuels Limited

United Kingdom Atomic Energy Authority

Amendments issued since publication

Amd. No. Date Comments

https://www.civilenghub.com/BSI/121295594/BS-1881-209?src=spdf


BS 1881-209:1990

© BSI 12-1998 i

Contents

Page

Committee responsible Inside front cover

Foreword ii

1 Scope 1

2 Definitions 1

3 Applications 1

4 Principle 1

5 Summary of the test method 1

6 Apparatus 1

7 Methods of testing laboratory made specimens 2

8 Calculations 3

9 Report 3

Figure 1 — Test configuration for determination of dynamic
modulus of elasticity 4

Publications referred to Inside back cover

https://www.civilenghub.com/BSI/121295594/BS-1881-209?src=spdf

