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National foreword

This British Standard is the UK implementation of ISO 13007-5:2015.

The UK participation in its preparation was entrusted to Technical
Committee B/539, Ceramic tiles and other rigid tiling.

A list of organizations represented on this committee can be
obtained on request to its secretary.

This publication does not purport to include all the necessary
provisions of a contract. Users are responsible for its correct
application.

© The British Standards Institution 2015. Published by BSI Standards
Limited 2015
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Compliance with a British Standard cannot confer immunity from
legal obligations.

This British Standard was published under the authority of the
Standards Policy and Strategy Committee on 31 August 2015.
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of liquid-applied waterproofing 
membranes for use beneath ceramic 
tiling bonded with adhesives
Carreaux céramiques — Mortiers de joints et colles —

Partie 5: Exigences, méthodes d’essai, évaluation de conformité, 
classification et la désignation des membranes liquides étanches à 
l’eau appliquées pour la pose de carreaux céramiques
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