
BSI Standards Publication

BS EN 14783:2013

Fully supported metal sheet
and strip for roofing, external
cladding and internal lining
— Product specification and
requirements

https://www.civilenghub.com/BSI/149881383/BS-EN-14783?src=spdf


BS EN 14783:2013 BRITISH STANDARD

National foreword

This British Standard is the UK implementation of EN 14783:2013. It
supersedes BS EN 14783:2006 which is withdrawn.

The UK participation in its preparation was entrusted to Technical
Committee B/542/6, Corrugated sheeting materials.

A list of organizations represented on this committee can be
obtained on request to its secretary.

This publication does not purport to include all the necessary
provisions of a contract. Users are responsible for its correct
application.

© The British Standards Institution 2013. Published by BSI Standards
Limited 2013

ISBN 978 0 580 79139 0

ICS 77.140.50; 77.150.01; 91.060.10; 91.060.20

Compliance with a British Standard cannot confer immunity from
legal obligations.

This British Standard was published under the authority of the
Standards Policy and Strategy Committee on 31 May 2013.

Amendments issued since publication

Date Text affected

https://www.civilenghub.com/BSI/149881383/BS-EN-14783?src=spdf
http://dx.doi.org/10.3403/30048852


BS EN 14783:2013

 

 

 
EUROPEAN STANDARD 

NORME EUROPÉENNE 

EUROPÄISCHE NORM 

 

 EN 14783 
  

 
 May 2013 

ICS 77.140.50; 77.150.01; 91.060.10; 91.060.20 Supersedes EN 14783:2006

English Version 

 Fully supported metal sheet and strip for roofing, external 
cladding and internal lining - Product specification and 

requirements 

 

Tôles et bandes métalliques totalement supportées pour 
couverture, bardages extérieur et intérieur - Spécification 

de produit et exigences 

 Vollflächig unterstützte Dachdeckungs- und 
Wandbekleidungselemente für die Innen- und 

Außenanwendung aus Metallblech - Produktspezifikation 
und Anforderungen 

This European Standard was approved by CEN on 24 February 2013.  
 
CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European 
Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national 
standards may be obtained on application to the CEN-CENELEC Management Centre or to any CEN member. 
 
This European Standard exists in three official versions (English, French, German). A version in any other language made by translation 
under the responsibility of a CEN member into its own language and notified to the CEN-CENELEC Management Centre has the same 
status as the official versions. 
 
CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia, 
Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, 
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and United 
Kingdom. 
 
 
 

 

EUROPEAN COMMITTEE FOR STANDARDIZATION  

C O M I T É  E U R O P É E N  D E  N O R M A LI S A T I O N 

EUR OP ÄIS C HES  KOM ITEE FÜR  NOR M UNG 

 

 

Management Centre:  Avenue Marnix 17,  B-1000 Brussels 

© 2013 CEN All rights of exploitation in any form and by any means reserved 
worldwide for CEN national Members. 

Ref. No. EN 14783:2013: E

https://www.civilenghub.com/BSI/149881383/BS-EN-14783?src=spdf
http://dx.doi.org/10.3403/30048852U
http://dx.doi.org/10.3403/30048852


BS EN 14783:2013

EN 14783:2013 (E) 

2 

Contents Page 

Foreword ..............................................................................................................................................................4 

1 Scope ......................................................................................................................................................5 

2 Normative references ............................................................................................................................5 

3 Terms and definitions ...........................................................................................................................6 

4 Requirements .........................................................................................................................................6 
4.1 Materials .................................................................................................................................................6 
4.2 Nominal thickness .................................................................................................................................6 
4.3 Water permeability .................................................................................................................................7 
4.4 Dimensional change ..............................................................................................................................7 
4.5 Dimensional tolerances ........................................................................................................................7 
4.6 Vapour and air permeability .................................................................................................................7 
4.7 Release of dangerous substances .......................................................................................................7 
4.8 Durability ................................................................................................................................................7 
4.9 External fire performance .....................................................................................................................8 
4.10 Reaction to fire .......................................................................................................................................8 

5 Testing, assessment and sampling methods .....................................................................................8 
5.1 External fire performance for roof covering products .......................................................................8 
5.1.1 Products deemed to satisfy the requirements for external fire performance .................................8 
5.1.2 Products classified without the need for further testing ...................................................................8 
5.1.3 Other products .......................................................................................................................................8 
5.2 Reaction to fire .......................................................................................................................................9 
5.2.1 Products satisfying the requirements for reaction to fire Class A1 without the need for 

testing .....................................................................................................................................................9 
5.2.2 Other products .......................................................................................................................................9 
5.3 Release of dangerous substances .......................................................................................................9 

6 Evaluation of conformity .......................................................................................................................9 
6.1 General ....................................................................................................................................................9 
6.2 Initial type testing (ITT) .........................................................................................................................9 
6.2.1 General ....................................................................................................................................................9 
6.2.2 Sampling for ITT.................................................................................................................................. 12 
6.3 Factory production control (FPC) ..................................................................................................... 12 
6.3.1 General ................................................................................................................................................. 12 
6.3.2 General requirements ......................................................................................................................... 13 

7 Designation ......................................................................................................................................... 14 

8 Product marking ................................................................................................................................. 14 

Annex A (normative)  Multilayer coated steel sheet ...................................................................................... 15 
A.1 General ................................................................................................................................................. 15 
A.2 Substrate material............................................................................................................................... 15 
A.3 Specific requirements ........................................................................................................................ 15 
A.3.1 Minimum nominal values of thickness ............................................................................................. 15 
A.3.2 Bituminous coating specification ..................................................................................................... 15 
A.3.3 Durability ............................................................................................................................................. 16 
A.4 Freedom from defects ........................................................................................................................ 16 

Annex B (normative)  Test conditions for the reaction to fire tests ............................................................ 17 
B.1 General ................................................................................................................................................. 17 
B.2 Mounting and fixing conditions of test specimens in the SBI test ................................................ 17 
B.2.1 General ................................................................................................................................................. 17 

https://www.civilenghub.com/BSI/149881383/BS-EN-14783?src=spdf

