
BSI Standards Publication

Testing of concrete

Part 14: Setting time of concrete mixtures by resistance to penetration

BS ISO 1920‑14:2019

https://www.civilenghub.com/BSI/168034442/BS-ISO-1920-14?src=spdf


National foreword

This British Standard is the UK implementation of ISO 1920‑14:2019. 

The UK participation in its preparation was entrusted to Technical 
Committee B/517/1, Concrete production and testing.

A list of organizations represented on this committee can be obtained on 
request to its secretary.

This publication does not purport to include all the necessary provisions 
of a contract. Users are responsible for its correct application.

© The British Standards Institution 2019 
Published by BSI Standards Limited 2019

ISBN 978 0 580 51780 8

ICS 91.100.30

Compliance with a British Standard cannot confer immunity from 
legal obligations.

This British Standard was published under the authority of the 
Standards Policy and Strategy Committee on 30 November 2019.

Amendments/corrigenda issued since publication

Date Text affected

BRITISH STANDARDBS ISO 1920‑14:2019

https://www.civilenghub.com/BSI/168034442/BS-ISO-1920-14?src=spdf
https://doi.org/10.3403/30368227


© ISO 2019

Testing of concrete —

Part 14: 
Setting time of concrete mixtures by 
resistance to penetration

Essais du béton —

Partie 14: Partie 14: Temps de prise des mélanges de béton selon 
l'essai de résistance à la pénétration

INTERNATIONAL 
STANDARD

ISO
1920-14

First edition
2019‑11‑13

Reference number
ISO 1920‑14:2019(E)

BS ISO 1920‑14:2019

https://www.civilenghub.com/BSI/168034442/BS-ISO-1920-14?src=spdf

	National foreword

