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Co-operating organizations

The Committee, under whose supervision this British Standard was prepared,
consists of representatives from the following Government departments and
scientific and industrial organizations:

British Association of Synthetic Rubber Manufacturers

British Rubber and Resin Adhesive Manufacturers’ Association
British Rubber Manufacturers’ Association

British Tar Industries Association

British Whiting Federation

Chemical Industries Association Limited

Confederation of British Industry

Department of the Environment

Department of the Environment — Building Research Establishment
Flat Glass Manufacturers’ Association

Greater London Council

Institution of Civil Engineers

Insulation Glazing Association

Mastic Asphalt Council and Employers Federation

Metal Window Federation of Great Britain

National Association of Putty and Building Mastics Manufacturers
National Council of Building Material Producers

National Federation of Building Trades Employers

Natural Rubber Producers’ Association

Royal Institute of British Architects

Sealant Applicators’ Association

Sealant Manufacturers’ Conference

Society of Chemical Industry

Welwyn Hall Research Association

Whiting and Industrial Powders Research Council

Individual manufacturers

Amendments issued since publication

Amd. No. Date of issue | Comments

4861 August 1985

6818 September Indicated by a sideline in the margin
1991
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Figure 1 — Seepage test ring
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