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A comma is used as the decimal marker. 
 

National foreword 

This document (EN 12697-4:2015) has been prepared by Technical Committee CEN/TC 227 “Road materials” 
(Secretariat: DIN, Germany). 

The responsible German body involved in its preparation was the DIN-Normenausschuss Bauwesen (DIN 
Standards Committee Building and Civil Engineering), Working Committee NA 005-10-10 AA Asphalt (SpA zu 
CEN/TC 227/WG 1) Gemeinschaftsausschuss mit FGSV. 

Amendments 

This standard differs from DIN EN 12697-4:2005-04 as follows: 

a) the title of the standards series has been changed so that the method is no longer confined to hot mix 
asphalt; 

b) terms and definitions for precision have been deleted; 

c) Formula (1) in Subclause 5.2.1 has been updated; 

d) Subclause 5.3.3 “Flow meter” has been extended; 

e) Figures 2 and 3 have been corrected; 

f) Figure 4 “CO2 supply tube” has been added. 

Previous editions 

DIN EN 12697-4: 2001-04, 2005-04 
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