November 2015

DIN EN 771-5

=
Z

1CS91.100.30

Specification for masonry units -

Part 5: Manufactured stone masonry units;
English version EN 771-5:2011+A1:2015,
English translation of DIN EN 771-5:2015-11

Festlegungen fiir Mauersteine -

Teil 5: Betonwerksteine;

Englische Fassung EN 771-5:2011+A1:2015,
Englische Ubersetzung von DIN EN 771-5:2015-11

Spécifications pour éléments de magonnerie -

Partie 5: Eléments de maconnerie en pierre reconstituée;
Version anglaise EN 771-5:2011+A1:2015,

Traduction anglaise de DIN EN 771-5:2015-11

Translation by DIN-Sprachendienst.

In case of doubt, the German-language original shall be considered authoritative.

Supersedes
DIN EN 771-5:2011-07
See start of application

Document comprises 37 pages

© No part of this translation may be reproduced without prior permission of

DIN Deutsches Institut g : AL .din.de |||| ||| |||||||||
has the exclusive right .. . . . . euth.de
This is a preview. Click here to purchase the full publication. 1015 2365730



https://www.civilenghub.com/DIN/118356485/DIN-EN-771-5?src=spdf

DIN EN 771-5:2015-11

A comma is used as the decimal marker.

Start of application
It should be noted that, in Germany, CE conformity marking of construction products will be permitted once this
standard has been listed in the Official Journal of the European Union and/or the Bundesanzeiger (German Federal

Gazette) and from the date given therein.

For further information, users of this standard should refer to the websites of the European Commission or
of the relevant building authority.

The standard which this document replaces, DIN EN 771-5:2011-07, may be used in parallel with this

standard during a specified transition period where such has been laid down in the Official Journal of the
European Union and/or the Bundesanzeiger (German Federal Gazette).

National foreword

This document (EN 771-5:2011+A1:2015) has been prepared by Technical Committee CEN/TC 125
“Masonry” (Secretariat: BSI, United Kingdom).

The responsible German body involved in its preparation was DIN-Normenausschuss Bauwesen (DIN

Standards Committee Building and Civil Engineering), Working Committee NA 005-06-02 AA Koordinie-
rungsausschuss Mauersteine (SpA zu CEN/TC 125/WG 1).

Amendments
This standard differs from DIN EN 771-5:2011-07 as follows:
a) the entire document has been editorially revised;

b) Annex ZA has been completely revised.

Previous editions

DIN EN 771-5: 2004-05, 2005-05, 2011-07

This is a preview. Click here to purchase the full publication.
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