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A comma is used as the decimal marker. 

Foreword 

This document has been prepared by the Deutscher Vergabe- und Vertragsausschuss für Bauleistungen 
(DVA) (German Committee for Construction Contract Procedures). 

Amendments 

This document differs from DIN 18330:2016-09 as follows: 

a) the document has been editorially revised; 

b) the normative references have been updated as of 2019-04. 

Previous editions 

DIN 1963: 1925-08, 1937-01 

DIN 18330: 1958-12, 1974-08, 1976-09, 1979-10, 1988-09, 1992-12, 1996-06, 1998-05, 2000-12, 2002-12, 
2005-01, 2006-10, 2010-04, 2012-09, 2015-08, 2016-09 

Normative references 

The following documents are referred to in the text in such a way that some or all of their content constitutes 
requirements of this document. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies. 

DIN 105-4, Clay bricks — Part 4: Ceramic bricks 

DIN 105-5, Clay masonry units — Part 5: Lightweight horizontally perforated clay masonry units and 
lightweight horizontally perforated day masonry panels 

DIN 105-6, Clay masonry units — Part 6: High precision units 

DIN 278, Hollow clay tiles (Hourdis), statically loaded 

DIN 488-1, Reinforcing steels — Part 1: Grades, properties, marking 

DIN 488-2, Reinforcing steels — Part 2: Reinforcing steel bars 

DIN 1960, German construction contract procedures (VOB) — Part A: General provisions relating to the 
award of construction contracts 

DIN 1961, German construction contract procedures (VOB) — Part B: General conditions of contract relating 
to the execution of construction work 

DIN 4108-10, Thermal insulation and energy economy in buildings — Part 10: Application-related 
requirements for thermal insulation materials — Factory made products 

DIN 4123, Excavations, foundations and underpinnings in the area of existing buildings 

DIN 4159, Floor bricks and plasterboards, statically active 
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DIN 4166, Autoclaved aerated concrete slabs and panels 

DIN 18148, Lightweight-concrete hollow-boards 

DIN 18159-2, Cellular plastics as in-situ foam in building — In-situ foam produced from urea-formaldehyde (uf) 
resin for thermal insulation; application, properties, execution, testing 

DIN 18162, Lightweight concrete wallboards — Unreinforced 

DIN 18202:2013-04, Tolerances in building construction — Buildings 

DIN 18299, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — General rules applying to all types of construction work 

DIN 18331, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — Concrete works 

DIN 18332, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — Natural stone work 

DIN 18333, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — Cast stone works 

DIN 18340, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — Dry lining and partitioning work 

DIN 18345, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — Thermal insulation composite systems 

DIN 20000-401, Application of building products in structures — Part 401: Rules for the application of clay 
masonry units according to DIN EN 771-1:2015-11 

DIN 20000-402, Application of building products in structures — Part 402: Rules for the application of calcium 
silicate masonry units according to DIN EN 771-2:2015-11 

DIN 20000-404, Application of building products in structures — Part 404: Rules for the application of 
autoclaved aerated concrete masonry units according to DIN EN 771-4:2015-07 

DIN EN 622 (all parts), Fibreboards — Specifications 

DIN EN 771-1, Specification for masonry units — Part 1: Clay masonry units 

DIN EN 771-2, Specification for masonry units — Part 2: Calcium silicate masonry units 

DIN EN 771-3, Specification for masonry units — Part 3: Aggregate concrete masonry units (dense and 
lightweight aggregates) 

DIN EN 771-4, Specification for masonry units — Part 4: Autoclaved aerated concrete masonry units 

DIN EN 998-2, Specification for mortar for masonry — Part 2: Masonry mortar 

DIN EN 1457-1, Chimneys — Clay/ceramic flue liners — Part 1: Flue liners operating under dry conditions — 
Requirements and test methods 

DIN EN 1457-2, Chimneys — Clay/ceramic flue liners — Part 2: Flue liners operating under wet conditions — 
Requirements and test methods 
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