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A comma is used as the decimal marker. 

This document (EN 12350-3:2019) has been prepared by Technical Committee CEN/TC 104 “Concrete and 

related products” (Secretariat: SN, Norway). 

The responsible German body involved in its preparation was DIN-Normenausschuss Bauwesen (DIN 

Standards Committee Building and Civil Engineering), Working Committee NA 005-07-05 AA “Test methods 

for concrete”. 

Amendments 

This standard differs from DIN EN 12350-3:2009-08 as follows: 

a) the standard has been editorially revised; 

b) a trowel is now to be used to strike off concrete; 

c) a reference to the common apparatus and specifications given in EN 12350-1 has been included. 

Previous editions 

DIN ISO 4110: 1991-06 

DIN EN 12350-3: 2000-03, 2009-08 
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