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A comma is used as the decimal marker. 

Foreword 

This document has been prepared by the Deutscher Vergabe- und Vertragsausschuss für Bauleistungen 
(DVA) (German Committee for Construction Contract Procedures). 

Amendments 

This document differs from DIN 18331:2016-09 as follows: 

a) the document has been editorially revised; 

b) the normative references have been updated as of 2019-04. 

Previous editions 

DIN 1967: 1925-08, 1933-02, 1937-01, 1943-05 

DIN 18331: 1958-12, 1974-08, 1976-09, 1979-10, 1988-09, 1992-12, 1996-06, 1998-05, 2000-12, 2002-12, 
2005-01, 2006-10, 2010-04, 2012-09, 2015-08, 2016-09 

Normative references 

The following documents are referred to in the text in such a way that some or all of their content constitutes 
requirements of this document. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies. 

DIN 488-1, Reinforcing steels — Part 1: Grades, properties, marking 

DIN 488-2, Reinforcing steels — Part 2: Reinforcing steel bars 

DIN 488-4, Reinforcing steels — Welded fabric 

DIN 1045-2:2008-08, Concrete, reinforced and prestressed concrete structures — Part 2: Concrete — 
Specification, properties, production and conformity — Application rules for DIN EN 206-1 

DIN 1045-3:2012-03, Concrete, reinforced and prestressed concrete structures — Part 3: Execution of 
structures — Application rules for DIN EN 13670 

DIN 1045-4, Concrete, reinforced and prestressed concrete structures — Part 4: Additional rules for the 
production and the conformity of prefabricated elements 

DIN 1054, Subsoil — Verification of the safety of earthworks and foundations — Supplementary rules to 
DIN EN 1997-1 

DIN 1960, German construction contract procedures (VOB) — Part A: General provisions relating to the 
award of construction contracts 

DIN 1961, German construction contract procedures (VOB) — Part B: General conditions of contract relating 
to the execution of construction work 
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DIN 4030-1, Assessment of water, soil and gases for their aggressiveness to concrete — Part 1: Principles 
and limiting values 

DIN 4030-2, Assessment of water, soil and gases for their aggressiveness to concrete — Part 2: Sampling 
and analysis of water and soil samples 

DIN 4159, Floor bricks and plasterboards, statically active 

DIN 4166, Autoclaved aerated concrete slabs and panels 

DIN 4213, Application in structures of prefabricated components of lightweight aggregate concrete with open 
structure with structural or non-structural reinforcement 

DIN 4223 (all parts), Application of prefabricated reinforced components of autoclaved aerated concrete 

DIN 18202:2013-04, Tolerances in building construction — Buildings 

DIN 18299, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — General rules applying to all types of construction work 

DIN 18309, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — Ground treatment by grouting 

DIN 18313, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — Diaphragm walling 

DIN 18314, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — Sprayed concrete works 

DIN 18316, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — Road construction — Surfacings with hydraulic binders 

DIN 18333, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — Cast stone works 

DIN 18335, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — Structural steelworks 

DIN 18349, German construction contract procedures (VOB) — Part C: General technical specifications 
in construction contracts (ATV) — Repair work on concrete structures 

DIN EN 206-1:2001-07, Concrete — Part 1: Specification, performance, production and conformity 

DIN EN 445, Grout for prestressing tendons — Test methods 

DIN EN 446, Grout for prestressing tendons — Grouting procedures 

DIN EN 447, Grout for prestressing tendons — Basic requirements 

DIN EN 1051-1, Glass in building — Glass blocks and glass pavers — Part 1: Definitions and description 

DIN EN 1520, Prefabricated reinforced components of lightweight aggregate concrete with open structure with 
structural or non-structural reinforcement 

DIN EN 1536, Execution of special geotechnical work — Bored piles 

DIN EN 1992-1-1, Eurocode 2: Design of concrete structures — Part 1-1: General rules and rules for buildings 
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