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Performance test for prefabricated reinforced components made of
autoclaved aerated concrete or lightweight aggregate concrete with
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European Standard EN 1740 : 1998 has the status of a DIN Standard.

A comma is used as the decimal marker.

National foreword

This standard has been prepared by CEN/TC 177.

The responsible German body involved in its preparation was the Normenausschuß Bauwesen (Building
and Civil Engineering Standards Committee), Technical Committee Vorgefertigte Bauteile aus Porenbeton
und haufwerksporigem Leichtbeton.
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Détermination de la résistance des
éléments préfabriqués réalisés en
béton cellulaire autoclavé ou en
béton de granulats légers à structure
ouverte sous charge longitudinale
prédominante (composants verticaux)

Bestimmung des Tragverhaltens von
vorgefertigten bewehrten Bauteilen aus
dampfgehärtetem Porenbeton oder aus
haufwerksporigem Leichtbeton unter
vorwiegend in Längsrichtung wirkender
Belastung (vertikale Bauteile)

This European Standard was approved by CEN on 1998-03-25.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations
which stipulate the conditions for giving this European Standard the status of a
national standard without any alteration.

Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any
CEN member.

The European Standards exist in three official versions (English, French, German).
A version in any other language made by translation under the responsibility of a
CEN member into its own language and notified to the Central Secretariat has the
same status as the official versions.

CEN members are the national standards bodies of Austria, Belgium, the Czech
Republic, Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, the Netherlands, Norway, Portugal, Spain, Sweden, Switzerland,
and the United Kingdom.

|

    EN 1740

April 1998

https://www.civilenghub.com/DIN/152969774/DIN-EN-1740?src=spdf

