
May 2017   

No part of this translation may be reproduced without prior permission ofDIN Deutsches Institut für Normung e. V., Berlin. Beuth Verlag GmbH, 10772 Berlin, Germany,has the exclusive right of sale for German Standards (DIN-Normen).

ICS 83.180; 91.100.10; 91.100.30

!%dÇ,"2659409www.din.de

DIN EN 12004-2

Adhesives for ceramic tiles –
Part 2: Test methods;
English version EN 12004­2:2017,
English translation of DIN EN 12004-2:2017-05

Mörtel und Klebstoffe für keramische Fliesen und Platten –Teil 2: Prüfverfahren;Englische Fassung EN 12004­2:2017,Englische Übersetzung von DIN EN 12004-2:2017-05Colles à carrelage –Partie 2: Méthodes d’essai;Version anglaise EN 12004­2:2017,Traduction anglaise de DIN EN 12004-2:2017-05

Supersedes DIN EN 1308:2007­11, DIN EN 1323:2007­11, DIN EN 1324:2007­11, DIN EN 1346:2007­11, DIN EN 1348:2007­11, DIN EN 12002:2009­01 and DIN EN 12003:2009­01

©

Supersedes: see below

www.beuth.de

Document comprises 39 pages

D

Translation by DIN-Sprachendienst.In case of doubt, the German-language original shall be considered authoritative.

04.17

https://www.civilenghub.com/DIN/179587417/DIN-EN-12004-2?src=spdf


DIN EN 12004-2:2017-05 

2 

A comma is used as the decimal marker. 

National foreword 

This document (EN 12004-2:2017) has been prepared by Technical Committee CEN/TC 67 “Ceramic tiles” 

(Secretariat: UNI, Italy). 

The responsible German body involved in its preparation was DIN-Normenausschuss Bauwesen (DIN 

Standards Committee Building and Civil Engineering), Working Committee NA 005-09-82 AA “Ceramic tiles 

(national mirror committee for CEN/TC 67 and ISO/TC 189)”. 

Amendments 

This standard differs from DIN EN 1308:2007-11, DIN EN 1323:2007-11, DIN EN 1324:2007-11, 

DIN EN 1346:2007-11, DIN EN 1348:2007-11, DIN EN 12002:2009-01 and DIN EN 12003:2009-01 as follows: 

a) the regulations of DIN EN 1308:2007-11, DIN EN 1323:2007-11, DIN EN 1324:2007-11, 

DIN EN 1346:2007-11, DIN EN 1348:2007-11, DIN EN 12002:2009-01 and DIN EN 12003:2009-01 have 

been merged in this standard (EN 12004-2:2017). 

The DIN Standard corresponding to the International Standard referred to in this document is as follows: 

ISO 6344 (all parts) DIN ISO 6344 (all parts) 

Previous editions 

DIN 18156-2: 1978-03 

DIN 18156-3: 1980-07 

DIN 18156-4: 1984-12 

DIN EN 1308: 1997-03, 1999-03, 2007-11 

DIN EN 1323: 1997-03, 1999-03, 2007-11 

DIN EN 1324: 1997-03, 1999-03, 2007-11 

DIN EN 1346: 1997-03, 1999-03, 2007-11 

DIN EN 1348: 1997-03, 1999-03, 2007-11 

DIN EN 12002: 1997-08, 2003-07, 2009-01 

DIN EN 12003: 1997-08, 2009-01 
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National Annex NA 
(informative) 
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