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ICS 91.100.30

Descriptors: Concrete, reinforcement mats, prefabricated components, testing.

English version

Determination of shear strength of welded joints of rein-
forcement mats or cages for prefabricated components
made of autoclaved aerated concrete or lightweight

aggregate concrete with open structure

Détermination de la résistance au Bestimmung der Bruchscherkraft von
cisaillement des jonctions soudées SchweiBBknoten von Betonstahl-

des treillis ou corbeilles d’armatures matten oder Bewehrungskorben far
pour les éléments préfabriqués vorgefertigte Bauteile aus

réalisés en béton cellulaire autoclavé dampfgehartetem Porenbeton oder

ou en béton de granulats |égers a haufwerksporigem Leichtbeton

structure ouverte

This European Standard was approved by CEN on 1998-03-25 .

CEN members are bound to comply with the CEN/CENELEC Internal Regulations
which stipulate the conditions for giving this European Standard the status of a

national standard without any alteration.

Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any

CEN member.

The European Standards exist in three official versions (English, French, German).
A version in any other language made by translation under the responsibility of a
CEN member into its own language and notified to the Central Secretariat has the

same status as the official versions.

CEN members are the national standards bodies of Austria, Belgium, the Czech
Republic, Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, the Netherlands, Norway, Portugal, Spain, Sweden, Switzerland,

and the United Kingdom.
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