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National foreword 

This standard has been prepared by CEN/TC 177 �Prefabricated reinforced components of autoclaved 
aerated concrete or light-weight aggregate concrete with open structure� (Secretariat: DIN, Germany). 

The responsible German body involved in its preparation was the Normenausschuss Bauwesen (Building and 
Civil Engineering Standards Committee), Technical Committee NA 005-07-09 AA Porenbeton und haufwerks-
poriger Leichtbeton. 
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Determination of the influence of the corrosion protection
coating on the anchorage capacity of the transverse anchorage

bars in prefabricated reinforced components of autoclaved
aerated concrete

Détermination de l'influence de la protection contre la
corrosion sur la capacité d'ancrage des barres d'ancrage
transversales dans les composants préfabriqués en béton

cellulaire autoclavé armé

Bestimmung des Einflusses des Korrosionsschutzüberzugs
auf die aufnehmbare Verankerungskraft der zur

Verankerung benutzten Querstäbe in vorgefertigten
bewehrten Bauteilen aus dampfgehärtetem Porenbeton

This European Standard was approved by CEN on 24 February 2007.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European
Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the CEN Management Centre or to any CEN member.

This European Standard exists in three official versions (English, French, German). A version in any other language made by translation
under the responsibility of a CEN member into its own language and notified to the CEN Management Centre has the same status as the
official versions.
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