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Start of validity 

This standard is presumably valid from 01 September 2006. 

It should be noted that, in Germany, CE conformity marking of construction products conforming to this 
standard will be permitted once the standard has been listed in the Bundesanzeiger (German Federal Law 
Gazette). 

National foreword 

This standard has been prepared by CEN/TC 128 �Roof covering products for discontinuous laying and 
products for wall cladding� (Secretariat: Belgium). 

The responsible German body involved in its preparation was the Normenausschuss Bauwesen (Building and 
Civil Engineering Standards Committee), Technical Committee 005-02-06 AA Dacheindeckungsprodukte aus 
Metallblech (Sp CEN/TC 128/SC 7). 

This standard sets out requirements and test methods for factory-made self-supporting metal sheet for roofing 
and cladding. The standard applies only for products for non-loadbearing applications. �Permanent loading� of 
products as in this standard only covers the selfweight of the sheet, using supports at intervals of 1 m or less. 

EN 14872 is a product standard, and does not affect the specifications of the DIN 18807 series of standards. 
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