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A comma is used as the decimal marker. 

Start of application 

The start of application of this standard is due to be 1 November 2011. 

DIN EN 197-1:2004-08, DIN EN 197-1 Corrigendum 1:2004-11, DIN EN 197-1/A3:2007-09 and 
DIN EN 197-4:2004-08 may be used in parallel until 31 May 2013 (see deadline in the EU Official Journal). 

It should be noted that, in Germany, CE conformity marking of construction products will be permitted once 
this standard has been listed in the Bundesanzeiger (German Federal Gazette) and from the date given 
therein. 

National foreword 

This standard has been prepared by Technical Committee CEN/TC 51 �Cement and building limes� 
(Secretariat: NBN, Belgium). 

The responsible German body involved in its preparation was the Normenausschuss Bauwesen (Building and 
Civil Engineering Standards Committee), Working Committee NA 005-07-13 AA Zement. 

Amendments 

This standard differs from DIN EN 197-1:2004-08, DIN EN 197-1 Corrigendum 1:2004-11, 
DIN EN 197-1/A3:2007-09 and DIN EN 197-4:2004-08 as follows: 

a) the contents of the above-mentioned documents have been combined in this standard; 

b) sulfate resisting cements have been included. 
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