JIS

JAPANESE
INDUSTRIAL
STANDARD

Translated and Published by
Japanese Standards Association

JIS G 3112 2w

(JISF)

Steel bars for concrete
reinforcement

ICS 77.140.15; 91.080.40
Reference number : JIS G 3112: 2010 (E)

This is a preview. Click here to purchase the full p

ublication. 128



https://www.civilenghub.com/JIS/918252194/JIS-G-3112?src=spdf

G 3112 :2010

Date of Establishment: 1964-07-01

Date of Revision: 2010-02-22

Date of Public Notice in Official Gazette: 2010-02-22

Investigated by: Japanese Industrial Standards Committee
Standards Board

Technical Committee on Iron and Steel

JIS G 3112:2010, First English edition published in 2010-06

Translated and published by: Japanese Standards Association
4-1-24, Akasaka, Minato-ku, Tokyo, 107-8440 JAPAN

In the event of any doubts arising as to the contents,
the original JIS is to be the final authority.

© JSA 2010

All rights reserved. Unless otherwise specified, no part of this publication may be reproduced or
utilized in any form or by any means, electronic or mechanical, including photocopying and
microfilm, without permission in writing from the publisher.

Printed in Japan
AT

This is a preview. Click here to purchase the full publication.



https://www.civilenghub.com/JIS/918252194/JIS-G-3112?src=spdf

Contents
0N 0 10 R0 T 72T 3 6 T
1 Scope ...................................................................................................................
2 NOTINALIVE TEIETEIICES treevrerererreririrreiiiittiieiiirtireiireririsirertsseiresresrerrssrseressrssssnrens
3 Grade and symbol ccceeeevimnniniii
4 Manufacturing TNETROA corerererririiii i
5 Chemical COmMPOSIEION «rrerrerrrerarterriimimiiiiinniri et
6 Mechanical properties ......................................................................................
7 Shape, dimension, mass and tolerances ........................................................
7.1 Shape, dimension, mass and tolerances for round steel barg...-..cccoeeeeeeees
7.2 Shape, dimension, mass and tolerances for deformed steel bars ------c-eeeet
8 Appearance ........................................................................................................
9 = Y 1 T
9.1 Chemical ana]ysis .............................................................................................
992 Mechanical ESTE «reeeereererrrretieriireiiiiirriiirrierteiriresterrtiesseratrecieorernesrerrorasrserernsnns
9.3 Measurement of Shape’ dimension anNd INASS «c-t--ceererererererrermetreretrecreracencnens
10 Inspection ...........................................................................................................
10.1 Inspection ...........................................................................................................
10.2 Reinspection ......................................................................................................
11 Marking ..............................................................................................................
11.1 Marking on each piece .....................................................................................
11.2 Marking ON €ACH DUNALE t+everereerrirennirniiiiiiiiiiiriiiiiiiiiriieriririrerterstresreererrsraraenes
12 Report .................................................................................................................

Annex JA (normative) Supplementary quality requirements .-----eeeeeeeeeeeieeeeennn.

G 3112 : 2010

Annex JB (informative) Comparison table between JIS and corresponding

International Standards -----cocoeeereeeriemniiiiiiii

(1)

This is a preview. Click here to purchase the full publication.



https://www.civilenghub.com/JIS/918252194/JIS-G-3112?src=spdf

	
	
	
	
	

